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Textiles Test Methods - Textiles - Tests for
Colourfastness - Part B02: Colourfastness to
Artificial Light: Xenon Arc Fading Lamp Test
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N O T E
5 = N O  C O L O R  C H A N G E
0 = C R I T I C  C H A N G E  O F
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